
April 27, 1999 Matls. I.M. 451
Supersedes October 27, 1998 Appendix A

Page 1 of 1

APPENDIX A
FLOW CHART FOR ACCEPTANCE PROCEDURES

OF REINFORCING STEEL WHEN SAMPLING IS REQUIRED
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